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DETERMINATION OF FROST RESISTANCE
(according UNI 8635-11:1984)

Visual inspection after 25 cycles of freeze-thaw

Small cracks located close to the water drainage hole

CONCLUSION

The vessel maintains its functionality after exposure to 25 freeze/thaw
cycles (-15°C /+15°C)

TCV. A reproducao deste trabalho é autorizada apenas na sua forma integral. Para qualquer reproducao sera indespensavel auto zacag-go C'Ig’ por

esponsabilidade d

tNote: Sampling'under ¢
(*) Information given by client.

ponsability.

r

COIMBRA, 09 February 2024

Laboratory Technician Head of Laboratory

JoaquimWalente de Almeida

Os resultados apresentados neste trabalho referem-se apenalas amostras ensaiadas. Os resultados aplicam-se a amostra conforme rececionada. Nao se assume qualquer responsabilidade relativa a exatidao da amostragem,

a menos que seja efetuada sob a direta
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